—
-
W

A*--..____‘_______,.--"

MA m

h\

20090003482

..r-'""'_-_"“‘-\

\\\}\ \

>§<@?

L0408

~ il
4‘f!||ul'l"'\\

Test Report
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Sample Name

Specification &
Carbon fibre Model

120V, 230V/125W,200W 300W
heater2 i -

Trade Mark JOSEN

Applicant
Provider of |
the Sample

Sllmzhnn. Josen Industrial Co.,Ltd
Adidress: #3TPINGXL MID ROAD PINGXI VILLAGE,PINGTI TOWN. LONGOANG
DISTRICT,SHENZHEN,CHINA

Hlll.‘llll-ll.'ll Josen Industrial l:.:ﬂ.,Lir.I
Address:#57,PINGXI MID ROADPINGXI VILLAGE,PINGTI TOWN, LONGGANG
DISTRICT,SH !EN'ILH EN.CHINA

Manufacturer
ol the Sampling

b.?tmn.'.r.hun Josen Industrial Co.,Ltd
Address:#57,PINGXI MID ROADPINGXI VILLAGE,PINGTI TOWN,LONGGANG
DISTRICT,SHENZHEN,CHIN A

4 : t'uﬁ of . - .
[";:fl‘:]];lill" ! I'ype of Test Entrustment Inspection
Quantity of N Grade of the .

the Sample ______"f‘ pl““u Sample _ Qualified

) K . Property of - .
Sampling Base ! the Sample U_:Hm.ar} |
Original Serial
Number / Condition of o
or Date the Sample 20
| Manufacture | I .

The Date of i Sample

Rece ; 2011 -09- 3 : S
u‘::ﬁ: I::Itcthe O11-09-27 " Delivered by Scott Chen

Ref. Documents
for the Test

GB/T 4654-2008 “The general technical specifications for non-metallic basic
body infrared heater™
GI/T 7287-2008 “Test method of infrared heater™

Test
Conclusion f{}l' the sampl[‘:.
Remarks /
7 o I
Approved by /}:}r /\;Jf Checked by: //f@ﬁ Tester-in-chicf: /?L'%;f{
LN ot . : .
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: Assess
Series | Testing item Hequirement Tor Testing Result | ment to
No: {Unit) the Standard for the Sample the Henmars
- Sample
Normal Total .
1 ! 0.87 !
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Relative Emission Spectrum Curve
Sample Name: Carbon fibre heater2 Sample No: /

Temperature of Circumstance: 22T Date of  Testing: 2011-10-17
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